HBE-

HBOS-Carb Impregnated Activated Carbon Specification

Characteristics

ASTM Hardness

Dust Attrition Coefficient
Initial Dust

Density (as shipped)
Pellet Shape

Pellet Diameter
KOH Impregnant
Ash %

Carbon Tetrachloride
Butane Activity
lodine Number

Hydrogen Sulfide Capacity
at 3.6 ppm H,S

Sulfur Dioxide Capacity
at 4.5 ppm SO,

Chlorine Capacity
at 3.6 ppm H,S

Value

97-99%

< 0.25 mg/min
<1.3mg

0.53g/cm® (33.1 Ib/ft®)
Cylindrical
4.0 mm
7.5% wt/wt
<16.5%
> 75%
29.4%
~ 1000 mg/g
>0.15 g/ml (9.99 Ib/ft®)

>0.02 g/ml (1.25 Ib/ft®)

>0.05 g/ml (3.10 Ib/ft®)
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